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Test  Item  Unit Condition
Typical Values

Guaranteed  

Value

S-260℃ sec A 60↑ ≧ 20

S-288℃ sec A 46 ≧ 10

A 2.1 ≧ 1.4

S-260℃ / 20sec 2.1 ≧ 1.4

C-96/20/65 3.5×10
14

≧ 5x1012

+D-2/100 3.8×10
13

≧ 5x1010

  CD 33 ≧ 25

  MD 39 ≧ 30

C-96/20/65 3.5×10
15

≧ 1x1014

+C-96/40/90   3.2×10
14

≧ 1x1013

C-96/20/65 3.5×10
13

≧ 1x1012

+C-96/40/90 3.8×10
12

≧ 1x1011

C-96/20/65 3.4×10
13

≧ 1x1012

+C-96/40/90 4.8×10
12

≧ 1x1011

C-96/20/65 4.8 ≦ 5.0

+D-48/50 4.9 ≦ 5.5

C-96/20/65 0.031 ≦ 0.035

+D-24/23 0.034 ≦ 0.045

E-24/50

+D-24/23

℃ TMA 法 122 NA

  CD 19.3 NA

  MD 13.4 NA

E-1hr/140℃

E-30min/190℃

Trichloroethylene / 3 min

 FeCl3 (37%) / 40℃ / 3min

NaOH (3%) / 40℃ / 3min

*(All of the data are for reference)
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CCP-508  (SW)
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*GENERAL

  PROPERTIES 

CTI

Volume Resistivity

Insulation Resistance

CCP-508  (SW)

≦ 0.30

A
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≧600
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